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WEH S/ Report NO....coveeceeeceeereeeren, © WTF25H07199097C
FAETT Applicant ..o D REEREAE IR A

Dongguan Zhanhong Weaving String Co.,Ltd
HidE/ ADAress ..o DR REE TV A B 44 2

No.44 Pearl Road,Shatian Town,Dongguan
city,523981,Guangdong Province.

FERRA TR/ Sample Name ..o, L 20mm 9 SEfa A 20mm wide black elastic band
20mm & RN 20mm wide black elastic band

F= kS / Product Material No. ................. © 120052733 120065063

R ER/ Test Requested .....coovvecccnnne, © 23R4 T U/ Refer to next page (s)

KWL/ Test Conclusion ..., © LR T 51/ Refer to next page (s)

AU H 3/ Date of Receipt sample..... : 2025-07-26

Kol B B3/ Testing period ......cccccccveeennn. : 2025-07-26 ~ 2025-07-30

45 HHA/ Date of Issue.....cccvveveveeiinee, . 2025-07-31

Bl ZE R Test Result.....cccoovcceiiicce . R4 T U/ Refer to next page (s)

w4 #14E/ Prepared By:
YT IR AL I 5 AR BR A 7]
Waltek Testing Group HCT (Shenzhen) Co., Ltd.

Hohk: AR VRIITT 2 B X e b B B AR AL X OSR B 30-9 5 1 2. 2 )2, 3 )3 (CRIEELLE B #:) 55)
Address: Building B, Tianji Industrial Park,Floor 1&2&3 No0.30-9 Laiyin Road, Xinsheng Community, Longgang
Street, Longgang District,Shenzhen,Guangdong,China
i/ Tel:+86-755-84616666/400-0066-989 i #6/ E-mail:service@hct-test.com
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Signed for and o/b \fﬁdfﬂ‘sw
Waltek Testing @réup HCT (Shen?(
Ltd, S
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KMIER/ Test Requested

K458/ Test Conclusion

and its amendment Directive EU 2015/863.

Z MK RoHS $54 2011/65/EU N HAZ1T#E4 EU 2015/863, Al if
By B Ry SIS ZIRERIE. £ T 2KRE. DBP. BBP. DEHP. DIBP [{#
. / Determine the Pb, Cd, Hg, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP,
DIBP content in the sample with reference to EU RoHS Directive 2011/65/EU

11 PASS

KM 45 8/ Test Result(s):

Fari 7 1:/43 3/ Test Method/Equipment: 1EC 62321-5:2013,IEC 62321-4:2013+AMD1:2017,IEC 62321-7-2:2017,

IEC 62321-12:2023; ICP-OES,UV-VIS,GC-MS

R B Bfr | HERHR Regséuﬁ ©) FRAE
Test Item(s) Unit MDL Limit
(6+7)*

i Lead(Pb) mg/kg 2 ND 1000
% Cadmium(Cd) mg/kg 2 ND 100
7% Mercury(Hg) mg/kg 2 ND 1000
N Hexavalent Chromium(Cr(VI)) mg/kg 8 ND 1000
—{REZK Mono-bromobiphenyl mg/kg 25 ND —
“REEZE Di-bromobiphenyl mg/kg 25 ND —
—EEA Tri-bromobiphenyl mg/kg 25 ND —
VUIREEZR Tetra-bromobiphenyl mg/kg 25 ND —
FLEELZK Penta-bromobiphenyl mg/kg 25 ND —
NIREER Hexa-bromobiphenyl mg/kg 25 ND —
HIREEZK Hepta-bromobiphenyl mg/kg 25 ND —
JURELZK Octa-bromobiphenyl mg/kg 25 ND —
JLIRECR Nona-bromobiphenyl mg/kg 25 ND —
B Deca-bromobiphenyl mg/kg 25 ND —
ZRELZE Polybrominated Biphenyls(PBBs) mg/kg — ND 1000
—JR K Mono-bromodiphenyl ether mg/kg 25 ND —
YR K Di-bromodiphenyl ether mg/kg 25 ND —
=R ZKMEE Tri-bromodiphenyl ether mg/kg 25 ND —
VIR KMk Tetra-bromodiphenyl ether mg/kg 25 ND —
TR —KfF Penta-bromodiphenyl ether mg/kg 25 ND —
NIRRT Hexa-bromodiphenyl ether mg/kg 25 ND —
iR —ZKlF Hepta-bromodiphenyl ether mg/kg 25 ND —
JUR —ZKBF Octa-bromodiphenyl ether mg/kg 25 ND —
JUIR — KB Nona-bromodiphenyl ether mg/kg 25 ND —
1+~ %W Deca-bromodiphenyl ether mg/kg 25 ND —
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.45 4% 5/ Report No.: WTF25H07199097C

e/ IBi=] Bfr | AR Regjﬁ ©) FRAE
Test Item(s) Unit MDL Limit
(6+7)"

Z KWk Polybrominated Diphenyl Ethers(PBDES) mg/kg — ND 1000

42K —H R —1E T lig Dibutyl phthalate(DBP) mg/kg 25 ND 1000

A2k —HER T FlE Butylbenzyl phthalate(BBP) mg/kg 25 ND 1000

ARR R —(2-4.38) 2l Di-(2-ethylhexyl) malkg - \D 1000
Phthalate(DEHP)

42K —H R 55 Tlg Di-iso-butyl phthalate(DIBP) mg/kg 25 ND 1000

#&¥E/ Note:

TR, 48, ok, PERESE4 M. / The sample(s) had been dissolved totally tested for
Lead,Cadmium,Mercury.

mg/kg (Z7 T 5) = ppm (H /5% 2) mg/kg (milligram per kilogram) = ppm (parts per million)

ND=#% i/ ND=Not Detected

MDL=Method Detection Limit

25 R IR N ND ANk NS A5 . / Results shown as ND are ignored in the sum calculation.

R (C & &2 “ND” , SIS (Cr(VD) S Etig “ND” , AT AT /SIS (Cr(vVD)) A il . 245 (Cr)
SR SR (Cr(VD)) TR R, AT AU (Cr(VD) BRI . / The detected Chromium (Cr) content
is "ND", therefore, the Hexavalent Chromium (Cr (V1)) content is "ND", No need for validation test of the Hexavalent
Chromium (Cr (VI)). If Chromium (Cr) content exceeds Hexavalent Chromium (Cr (V1)) method detection limit,
Validation test of the Hexavalent Chromium (Cr (VI)) is required.

= MRAE A BRI T S LR AR, A 4 R TR R R . AR R R OR IS R AT RE S AT A R
w=AE. /*= As specified by client,the samples were equal mass proportional mixed to test, and the test results
are calculated based on the total sample quality.The result(s) shown on this report may be different from the
content of any homogeneous material.

¥R/ Sample Description:

F5 | HCT #5 ID R D=E3% Y B/
No. HCT Sample ID Test Part Description Note
. Black woven fabric with
WTF25H07199095C~ BOLAEREORRES | .
6 9105C.6 6 (A light purple soft plastic )
' AT core ( Elastic band )
. Black woven fabric with
WTF25H07199095C~ AU 1% BRI .
7 9105C.7 7 (A black gray soft plastic )
' e core ( Elastic band )
£-4E/ Note:

o=SLRA B i/ e=Actual tested sample

FEINTTIRERL AR B ARG PR A 7 Waltek Testing Group HCT (Shenzhen) Co., Ltd.
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.45 4% 5/ Report No.: WTF25H07199097C

KMl FiFEE/ Test Flow Chart:
#i(Pb). #5(Cd). 7K(Hg). %#%(Cr)

grjz 2N DA |y HR RN | ICP-OES! N iy g

e we | ARG I A ST | Y| AAS/H
1% P grm Y
R, N e
Sl b | ICP-OES/ | N
s (] ICPOEST e
WL TR e ] it

AN ESE(Cr(VI))

b 1 2% =) P PR — il

4
bl

gt s (——  uvvIsHii K mokRREpERe K—dg i %pH st
(3)
Up HCT

1=

) N

ZIRIHR(PBBs). %R K Jif(PBDEs). <64 —HK —IETEE(DBP). 4K WL T FiE(BBP). 4BA _HIR —(2-&
3E)CUBE(DEHP). 42— H iz — 5% T i§(DIBP)

YRS —— L= AU 19 — AL A
K b K——— GC-MS73#r K——— s/ MR A OB
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Lead(Pb), Cadmium(Cd), Mercury(Hg), Chromium(Cr)

Add digestion solution to Transfer the plating digestive
Plating E{) dissolve the plating and ﬁ) solution into avolumetric flask, @ Analyzed by @ DATA
Sam : remove the substrate Make up with deionized water ICP-OES/AAS
ple Weigh :
Preparation :> Sample
L Other sample :} Acid digestion with microwave/hotplate

Solution lL

DATA Analyzed by \I/:
— ICP-OES/AAS ‘ K= Filtration

Alkali Fusion/Dry Ashing/ .
Acid to dissolve <l: Residue

Hexavalent Chromium(Cr(VI1))

Sample Preparation :‘) Weigh Sample :‘) Digest the sample

- ~
| ¥
Adding

DATA (}: UV-VIS (;: 1,5- diphenylcarbazide Q: pH adjustment "

for color development \
R

18 Servic
Polybrominated Biphenyls(PBBs), Polybrominated Diphenyl Ethers(PBDESs), Dibutyl phthalate(DBP), Butylbenzyl &
. . GiC
phthalate(BBP), Di-(2-ethylhexyl) Phthalate(DEHP), Di-iso-butyl phthalate(DIBP) (/
Sample Preparation —— Weighing sample ————)  Organic solvent extraction
. Concentration/ Dilution of
Data K——— Analysis by GC-MS (——— Extracted solution
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¥ & Mt B/ The photo of the sample
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7 B/ Statement:

1.

2.

3.

4.

5.

6.

7.

For I o TGt N 2SN F & 6.
This report is considered invalid without approved signature and special seal.

TACPAL S tohl, BERAIRE G5 S BB 3R 0, BT 07 RO SR 15T, HCT ARAZSEHH L.

The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant
who should be responsible for the authenticity which HCT hasn’t verified.

ARG R (LD AU ZWFE T 5757

The result(s)(conclusion) shown in this report refer(s) only to the sample(s) tested.

KRG HCT BH[FEE, A EHIARSE .

Without written approval of HCT, this report can’t be reproduced except in full.

7 CMA Al & 4 SR T2 P RMIT . B, W RS =itk S 1), N ES % .

The result(s) in no CMA logo report shall only be used for client’s scientific research, teaching, internal quality
control, product research and development, etc..and just for internal reference.

A CNAS pril ity “n” AR IZAT I H 2 K H1iE CNAS AH] .

The “n” in CNAS logo report means that the test item(s) was (were) currently not applying for CNAS

accreditation.

A A AR R O

Decision rules used in this report:
(1)42 BRSNS SR 51 v L b v v R 1 540 S F A

(2) an SRAG I LR H HE R A e FE B s, 4% (CNAS-GLO15 A& FUM AN S PE A B fE ) 6.2.1

{7 B 52 (w=0) ) — 70 # & L -
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B (R --IAHE AL T B VFIX TR LA
NG (R L)--IAHE AL T B VF X TR BLAE
(1)According to the Decision rules in the regulations/standards listed in the Test Requested;
(2)If there is no Decision rules specified in the regulations listed in the Test Requested, then according to
CNAS-GLO015 Guidelines on Decision Rules and Statements of Conformity, 6.2.1, Simple Acceptance (w=0) of
The binary Decision rule:
PASS (Accepted) - The measured value is within the tolerance interval.
FAIL (Rejected) - The measured value is outside the tolerance interval.
======Hi 745/ End of Report ======
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